
 

Tests marked ‘Not UKAS Accredited’ in this report are not included in the UKAS schedule for this laboratory. Opinions and interpretations expressed herein are outside the 
scope of the UKAS Accreditation.  Where the results of a test fall close to the requirement, either above or below, compliance with the specification may be affected by the 
uncertainty of measurement of the test.  In those circumstances, the laboratory can be contacted for further information. 
The information contained within any report is based on current BVCPS UK Ltd knowledge and is given without guarantee. A satisfactory test report in no way implies 
that the product so tested is approved by BVCPS UK Ltd, UKAS or other body. 
A report is a confidential document to the person or firm to whom it is issued and it will be strictly treated as such by BVCPS UK Ltd. It may not be reproduced either in its 
entirety or in part and may not be used for advertising. The person or firm to whom the report is issued may however show it or send it, or a certified copy thereof prepared 
by BVCPS UK Ltd, for the information of his customer, supplier or other persons directly concerned. BVCPS UK Ltd will not, without the written consent of the person or 
firm, enter into any discussion or correspondence with any third party concerning the contents of the report. In the event of the improper use of a report, BVCPS UK Ltd 
reserves the right to withdraw it or adopt any other remedy which may be appropriate. 
Samples submitted for testing are accepted on the understanding that the report issued shall not form the basis of, or instrument for, any legal liability against BVCPS UK 
Ltd and applies specifically to the sample(s) tested and not necessarily to the bulk. 
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TEST REPORT 
 
Report Reference:  TR3250/222574A 
 
 
Submitted By:  J D McDougall Ltd, 4 McGrath Road, Stratford, London, E15 4JP, United Kingdom 

F.A.O: Ian McDougall 
Date of Receipt:  02 January 2019 
  
Items Tested : NDFR Drill 
Colour:   None Given 
Style No:  S0292601903 
End Use:  None Given  
Claimed:  100% Cotton  
 
Specifications: Testing as per Clients Request.  
 

TEST METHOD PASS FAIL 

BS 5867:2008 Part 2 Type B BS EN ISO 15025: 2002 Procedu re A X  

*Please note this sample was subcontracted to a UKAS Accredited Laboratory* 
Note:  The results may not apply to situations where there is restricted air supply or prolonged exposure 

to large sources of intense heat as in a conflagration   
Test Request  
The sample supplied has been tested to BS 5867 Part 2:2008 Type B. 
 
Pre-Treatment  
All fabrics shall be tested without any cleansing procedure and will be submitted to the appropriate cleansing or wetting 
procedure.  
At the clients request this specimen was tested in the received state only.  
 
Conditioning  
Before testing the fabric was conditioned in a standard atmosphere having a temperature of 20±2°C and a  relative humidity 
of 65±5 % for a minimum of 24 hours. 
 
Flame application time – 15 seconds using propane g as  
 
As Received  

 
Conclusion:  
On the basis of the tests carried out this sample of fabric meets the Type B requirements of BS 5867-2: 2008 
 
Authorised By:  Z. Wells  Issue Date : 21st January 2019 
 
 
 
UK Deputy Operations Manager 
Z. Wells 

END OF REPORT 
 

Face of Fabric Tested Face Length Direction Face Wi dth Direction 
Specimen Number 1 ↑ 2↓ 3↑ 4→ 5← 6→ 

Flame reached an edge (�or X) X X X X X X 
Hole reached an edge (�or X) X X X X X X 

Flaming debris (�or X) X X X X X X 
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